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Sample Name: Lithium ion battery

Mm-S

Sample Model: 10400

AL TR U Hr IR A TR 2 7]
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R HH: 2025-01-06

Issue Date:
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HATHA3 T EES=E TR S03A24120439U00101
R B HL I FE AL 10400
Sample Name Lithium ion battery Sample Model

It S =
Testing laboratory

IR A BEAS B ARAT B2 7]

Guangdong ESTL Technology Co., Ltd.

SR == bk
Laboratory address

J7ZRAR AR SE AL LU el X %95 1R 1 50101, 201-208 %\ 45752015 Al

115 1H25 76101 %,

Room 101, 201-208, Unit 1, & Room 201, Unit 4, Building 1, No.9/Room 101,
Unit 2, Building 1, No.11, Zongbu 2nd Road, Songshanhu Park, Dongguan,

Guangdong, China

T
Applicant

T TR T eV A R 22 )

Hunan Longteng New Energy Co.,Ltd

ZAE A bk Applicant
Address

T T A PH T e 2 2 K B T M T X M K H 1 R 7 ML R R X 322

2nd Floor, Building 3, Electronic Capacitor Industry Gathering Area, Industrial
Road, Linwu Industrial Development Zone, Wushui Town, Linwu County,

Chenzhou City, Hunan Province

G 51 P T I BT REVR AT PR A H]
Manufacturer Hunan Longteng New Energy Co.,Ltd

T A A M T M L A B 17 b T 8 X Mk K TE R F A P AR SR X 322
AR A stk 2nd Floor, Building 3, Electronic Capacitor Industry Gathering Area, Industrial
Manufacturer Address | Road, Linwu Industrial Development Zone, Wushui Town, Linwu County,

Chenzhou City, Hunan Province

kR Standard

e - GRIGFIFRAET W) 55 )\ BT RREE38.37
UNITED NATIONS the "Manual of Test and Criteria" (ST/SG/AC.10/11/Rev.8)

Section 38.3.

R H

Date of sample receipt

2024-12-02

X H B
Tested date

2024-12-02 to 2024-12-23

656 45 16 Test conclusion:

HH R I T RE A PR A mIA R R, RIEER A GRIGARRAE T ) 26 )\ BT i35 38.3 1 b AT Al

NI, MKEERAT S RAER R ZK o

The Lithium ion battery submitted by Hunan Longteng New Energy Co.,Ltd are tested according to UNITED
NATIONS the "Manual of Test and Criteria" (ST/SG/AC.10/11/Rev.8) Section 38.3. The test items are full
items. The test results comply with the relevant requirements of the standard.

1 Tested by

A%

# 1% Reviewed by

E#3%

% %5: 03-S017-1D

Global Testing , Great Quality.
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¥ 512 B Sample Information

R LR W A
AR 3.7V A 300mAh
Nominal Voltage Rated Capacity
i 1.11Wh ke -
Watt-hour Trade mark
| B I HEL 2% B
N 78 HL R 1) Fl 4.9V | T2 1 L 3.0V
Limited Charge Voltage Discharge Cut-Off Voltage
. B KRS 70 HL L
FEHLHLTE TR
150mA Max. Continuous 300mA
Charge Current
Charge Current
. . i KRR ST L LA
G K kﬁﬂl. JiL
, 150mA Max. Continuous 300mA
Discharge Current .
Discharge Current
525 YA
AR 6mMA EE_“ RT, ®10.1mm*40.2mm
End Charge Current Cell dimensions

Description of the sampling procedure: /

R RE P R /

Description of the deviation from the standard, if any: /
DA RATT S FR T LR /

Remarks/# 7+ :
1. AR DA NI
Throughout this report a comma is used as the decimal separator.
2 MR FOR AT EHAE, PROR I, FRR R, NAFORE A
As for the Verdict, “-” means “no need for judgement”, “P” means “pass”, “F” means “fail” and “N/A”
means “not applicable”.

Z%5 . 03-S017-1D Global Testing , Great Quality.
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Summary of testing:

Tests performed (name of test and test clause):

Test items Sample Number

T.1: Altitude simulation / 7= B
[EED

T.2: Thermal test / IG5 R
T.3: Vibration / #£5h
T.4: Shock / Mk

T.5: External short circuit / 4
e %

T.6: Crush / % or Impact/f#
i

T.7 Overcharge / id 78 -

T.8: Forced discharge / i ] C21-C40
JHCH

C1-C10

C11-C20

The sample’s status is good.

FERROL R AT

Rechargeable cells of C1~C5 are full charged after one cycle;
A 78 B B CA~CB I 1 IR R HOIRZS 5

Rechargeable cells of C6~C10 are full charged after twenty-
five cycles;

AJ 78 HL HL S8 CB~C 10 9 25 R A A i IR

Rechargeable cells of C11~C15 are 50% charged after one
cycle;

Al 7 B HLSC11~C15 A1 IR IG5 50% 78 HUIRES 5

Rechargeable cells of C16~C20 are 50% charged after twenty-
five cycles;

A 75 HL FE N C16~C20 N 25 K 63 J 50% 78 HLR 25 5
Rechargeable cells of C21~C30 are full discharged after one
cycle;

A 78 L HE S C21~C30 9 1 IR JE A 78 R TEORAR A

Rechargeable cells of C31~C40 are full discharged after
twenty-five cycles;

AJ 78 B B C31~CA0 25 A A 56 4 T HIAR A +

Testing location:

LU R«

I AR REAS I AR BR 2 7]

Guangdong ESTL Technology Co., Ltd.
7 2R A8 ZRSE TS L [ [X S0 — %9 5 1k 1
H.76101. 201-208 = . 475201 = F111
T2 I5101 %

Room 101, 201-208, Unit 1, & Room 201,
Unit 4, Building 1, No.9/Room 101, Unit 2,
Building 1, No.11, Zongbu 2nd Road,

Songshanhu Park, Dongguan,
Guangdong, China

% %5: 03-S017-1D

Global Testing , Great Quality.
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Test Procedure:

1.Each battery type is subjected to tests T.1 to T.8. Tests T.1 to T.5 are conducted in sequence on the
same battery. Tests 6 and 8 are conducted using not otherwise tested batteries. Test T.7 may be
conducted using undamaged batteries previously used in Tests T.1 to T.5 for purposes of testing on
cycled batteries.

T — PRI (1 F 38 AT TA BT8R o L A A% I 7EAH [R] ) — L it AT IR TAZRT.5. e
T.OAIT.8RLAE IR F3 Ak g i iy Hith o RIS T.7 0] LAGE FH S AU AE IR IG T.A B T.5 7 A 5 i AR 408 Rt 47,
DU R AT DG i e L

2.In order to quantify the mass loss, the following procedure is provided:

Mass loss(%)=(M1-M2)/M1%x100

N EAERK, ATHUT AR FERK(%)=(M1-M2)/M1x100

Where M1 is the mass before the test and M2 is the mass after the test. When mass loss does not
exceed the values in Table below, it is considered as "no mass loss".

A s M RIG T AT, M2 1365 R SR B 1 R AN R AR I OB, A TE BB R

Mass M of cell or battery Mass loss limit

P B RV ) 5T B JRESRIRME
M<1g 0.5%
1gs<M<75¢g 0.2%
M>75g 0.1%

3. In test T.1 to T.4, batteries meet this requirement if there is no leakage, no venting, no disassembly, no
rupture and no fire and if the open circuit voltage of each test battery after testing is not less than

90% of its voltage immediately prior to this procedure.

FEMATAETAS, BBAE LB Ll TR LMK, I BN ik e K 5
(I 2% B AN/ T HAE AT I — 50 T H R 17 90%

Z%5 . 03-S017-1D Global Testing , Great Quality.
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Photos of Samples and Labels/# 5 8 B ZFriR
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38.3.4

Procedure / i35

H g
Verdict

38.3.4.1

Test 1: Altitude simulation / MliX1: FEA

P

Test cells and batteries shall be stored at a pressure of
11.6kPa or less for at least six hour at ambient
temperature (20+5C).

AL H O AT AR R S2045°C, KRR JTINAS KT
11.6kpa HIFREE I A2 A F6 AN/,

P

Requirement / K «

1. Cells and batteries Mass loss limit: <0.2%.

R T4 %:<0.2% .

2. Open circuit voltage not less than 90%, The
requirement relating to voltage is not applicable to test
cells and batteries at full discharged states.

T it R J T i P s N ANIG T3 38 T T 6 RS 1 90 %, 1 22
SRANE T 58 4T85 L RS AT L

3. No leakage, no venting, no disassembly, no rupture
and no fire.

FEG N TCIRR ToHF . TofifA. TR LA T E KR
IR

No leakage, no venting,
no disassembly, no
rupture and no fire.
TR TTHA o
IR E IV e =P
MR

The data see table 1.

IR K LR

38.3.4.2

Test 2: Thermal test / JIliR 2: EE R

Test cells and batteries are to be stored for

TS FLES AT VAR SR A T T

1. one temperature cycle: 72+2°C(6h) — -40+2°C(6h).
— IR EIE IR NT242°C (6h) — -40+2°C(6h).

2. The maximum time interval between test temperature
extremes is 30 minutes.

P e 4tk g K [ B B ) 9 30mins
3. This procedure is to be repeated 10 times.
HE10 KGR,

4. after which all test cells and batteries are to be stored
for 24 hours at ambient temperature (20£5C).

TS ARG, P ke RS AT HBAE 2025°C ISR T 14
H24 /i,

Requirements / hrifE K

1. Cells and batteries Mass loss limit: <0.2%.

B b BB A1 5<0.2% .

2. Open circuit voltage not less than 90%, The
requirement relating to voltage is not applicable to test
cells and batteries at full discharged states.

FE RS 5 T B U He S ANIC T 1206 1 T % S 7190 %, b 2
SRANE ] T 58 T80 58 L RS AT Lt

3. No leakage, no venting, no disassembly, no rupture
and no fire.

FEGNTCIRIR ToHF . TofifA . TR I E KR
IR A

No leakage, no venting,
no disassembly, no
rupture and no fire.

TRl TTHER. TG
i TEREER LA R TG K
ME .

The data see table 1.
I WA

38.3.4.3

Test 3: Vibration / MR 3: #53h

1. Cells and batteries are firmly secured to the platform of

% %5: 03-S017-1D

Global Testing , Great Quality.
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the vibration machine.
HLS R R [ M 22 35 e R s & (I E D b

2. The vibration :a sinusoidal waveform with a logarithmic
sweep between 7 Hz and 200 Hz and back to 7 Hz
traversed in 15 minutes.

PRENLAETZ R, LL7THZ 8% 200Hz, SR 542/ A
FN7Hz —AMEH, —MEFRFFEE15 73 8h 0 BRT R
3. the logarithmic frequency sweep is as follows: from 7
Hz a peak acceleration of 1 gn is maintained until 18 Hz
is reached, The amplitude is then maintained at 0.8 mm
(1.6 mm total excursion) and the frequency increased
until a peak acceleration of 8 gn occurs (approximately
50Hz), A peak acceleration of 8 gn is then maintained
until the frequency is increased to 200 Hz.

XFEAAIN T RZETT IR DR FE 1gn 1 ds R s 2 B 24
N8 2%, RIEIHRIERFFAED.8 =K (EWF%1.6 =
KD IFEG N BB N # ik B8gn (FiEE 25450 i
250 B ORIN g EE R RRAE8gn B 1Y N £200
7%

4. This cycle repeated 12 times for a total of 3 hours for
each of three mutually perpendicular mounting position of

the cell. One of the directions of vibration must be
perpendicular to the terminal face.

LIRS ) e o — AN 5 ) e 20 3 ELRE A AR P, X RRAS LS
MEATARTE BT BRI 2 I, REATT1R3 AN/,
F£9 /NH S

Requirements / hrifE K

1. Cells and batteries Mass loss limit: <0.2%.

B T B 15155 <0.2%.

2. Open circuit voltage not less than 90%, The
requirement relating to voltage is not applicable to test
cells and batteries at full discharged states.

FE RS 5 T 6 B Hs L ANIC T 12056 Hi T L FRI90 %, 22
SRANE T 58 8058 L RS AT Lt

3. No leakage, no venting, no disassembly, no rupture
and no fire.

FEG N TCIRR ToHF . TofifA. TR LA TE KR
IR

No leakage, no venting, P
no disassembly, no
rupture and no fire.
T TR o
N RIEIIY D8
WA

The data see table 1.

FIAREE LR

38.3.4.4

Test 4: Shock / MR 4: My

Test cells and batteries shall be secured to the testing
machine by means of a rigid mount which will support all
mounting surfaces of each test battery. Each cell or
battery shall be subjected to a half-sine shock of peak
acceleration of 150 gn and pulse duration of 6
milliseconds. Alternatively, large cells may be subjected
to a half-sine shock of peak acceleration of 50 gn and
pulse duration of 11 milliseconds.

I8 RGOSR R s e e U ] 5 R B R R s b, T
PASZHEREA I F i B T T o A R L il Y U
D150 gy kRS 1R]6 msf) 2 EsZ AT i . Bl
K HEES B FH AR TR 250 gny ikt 1E) 11 mis 2 1E 5%
BEAT PR

% %5: 03-S017-1D

Global Testing , Great Quality.
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Each battery shall be subjected to a half-sine shock of
peak acceleration depending on the mass of the battery.
The pulse duration shall be 6 milliseconds for small
batteries and 11 milliseconds for large batteries. The
formulas below are provided to calculate the appropriate
minimum peak accelerations.

BEA LU N FH 24 1 G2 ool (10 DAL 3 58 /N Bk F it
. /N FLTB N 6 mis ke s 1) DA K OK L i 2 Y 11
SRR R 1) o AR T T 1 2 2R T 54538 1 e /N EAEL N
.

Pulse
duration

Minimum peak

Battery acceleration

150 gn or result of formula
Acceleration (gn) =

Small
batteries (10085())
mass®

Whichever is smaller

6ms

50 gn or result of formula
Acceleration (gn) =

Large (30000) 11ms

batteries a
mass

Whichever is smaller

Each cell or battery is subjected to three shocks in the
positive direction and to three shocks in the negative
direction in each of three mutually perpendicular
mounting positions of the cell or battery for a total of 18
shocks.

BEAS HL B HL L A = LI 19 L 7 % AR 32 = T
Tl F 2% AR A2 3T, 318K

Requirements / hrifE K

1. Cells and batteries Mass loss limit: <0.2%.

Rl BB 51 8<0.2% .

2. Open circuit voltage not less than 90%, The
requirement relating to voltage is not applicable to test
cells and batteries at full discharged states.

FE RIS 5 T B U He S ANIC T 1206 1 T 6 U 7190 %, b 2
SRANE T 58 8058 L RS AT Lt

3. No leakage, no venting, no disassembly, no rupture
and no fire.

FEG N TGN o TofifA. BRI B KR
IR

No leakage, no venting,
no disassembly, no
rupture and no fire.
T TR o
N RIEIIY T D8
MR

The data see table 1.

IR K IR

38.3.4.5

Test 5: External Short Circuit / Jii&X5 M55

1. The cell or battery to be tested shall be temperature
stabilized so that its external case temperature reaches
57+4°C.

TREFRIG IR BTG R e /E57+4°C, A HCN B LA S 20
KR FEILE|57+4°C .

2. the cell or battery shall be subjected to a short circuit
condition with a total external resistance of less than 0.1

ohm at 57+4°C, This short circuit condition is continued
for at least one hour after the cell or battery external case

% %5: 03-S017-1D

Global Testing , Great Quality.
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temperature has returned to 57+4°C.
W BE R E AU /N T-0.1Q e R BH Im] B AT A 2%, BRI
HPRIRFER BT +4°C 2 JG (RFFFLEIRAS 1 /NS L

3. the cell or battery must be observed for a further six
hour for the test to be concluded.

X L B LA AUiE— 2D W6 AN/INN A BE T 4R .

Requirements / #r#EE K : External temperature P

During the test and within six hours after test, the cells or not exceed 170°C

batteries. APRIEAEIL170°C
FEMRIE R R DA 2 J56 AN/NEFN,  HEES R FE R A No disassembly, no
1. External temperature not exceed 170°C. rupture and no fire.
. . . (RUNN KT E
SPRISEARLT0C, Tk TR
e KGR

2. No disassembly, no rupture and no fire.

. , . The data see table 1.
FEGLLTCRAR . TCHRATEE KRR A . P
38.3.4.6 Test 6: Impact / Crush / JliX6: & / H Ik P
Impact (applicable to cylindrical cells not less than 18mm N/A
in diameter).
o GEHTEAANT18 Z2XKMEMEHLD .
1. This test sample cell or component cell is to be placed N/A

on a flat smooth surface.

W iRB R ity FH ) EE BT A S TR — SP3BT 1Y 1
o

2. A 15.8mmz0.1mm diameter bar is to be placed across

the center of the sample, A 9.1kg+0.1kg mass is to be
dropped from a height of 61+2.5cm onto the sample.

Fa— BEARN15.8mm+0. 1 mm A FR R I Bt s i E S
$— T N9.1kg+0. kg HIV) 14 N6 1£2.5em FY i X2 7% i) 1
il o

3. The test sample is to be impacted with its longitudinal
axis parallel to the flat surface and perpendicular to the
longitudinal axis of the 15.8mmz0.1mm diameter curved
surface lying across the centre of the test sample. Each
sample is to be subjected to only a single impact.

ez R, VRIS 5 P 3H 0 3R AT I SRR IR
FEFRO I EA15.8mm20. 1mmE i R A EE . &—
MRFER &2 — kg

Requirements / hrifE K N/A

1. Test cells or component cells external temperature not
exceed 170°C.

FEL A BT A RS B o e 2 T IR P AN 170°C
2. No disassembly and no fire within six hours of this test.

R HUR6 AN 2 1, BRI KBS R

Crush (applicable to prismatic, pouch, coin/button cells P
and cylindrical cells less than 18mm in diameter).

PrE GEM TR, 85, Mm/anssmEm/hT18
ZRM BT HEL .

1. A cell or component cell is to be crushed between two [ The applied force P
flat surfaces. The crushing is to be gradual with a speed |[reaches 13 kN + 0.78
of approximately 1.5 cm/s at the first point of contact. The |kN.

Z%5 . 03-S017-1D Global Testing , Great Quality.
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crushing is to be continued until the first of the three Hn 15813 T4
options below is reached. +0.78 T-4-.

W B BT USRI AT 2 [R5 s, 55 0 B2 3BT
IR, FEER — Nl R BT RZ 1.5 HOK/ED . $F Ik
FreldtiT, BEBEHIULT =FiEHl e —:

(a) The applied force reaches 13 kN + 0.78 kN.

JE AN 33k #)13 T-4£10.78 T4

(b) The voltage of the cell drops by at least 100 mV.
FELES R FEL S R B 2222100 224K

(c) The cell is deformed by 50% or more of its original
thickness.

LS AR T R A6 )R B 950% DL L

2. A prismatic or pouch cell shall be crushed by applying

the force to the widest side. A button/coin cell shall be
crushed by applying the force on its flat surfaces.

For cylindrical cells, the crush force shall be applied
perpendicular to the longitudinal axis.

AT T E A 2 P S I N e 8 ) — T e s o L 911/868 1T T P it
J MNP $H R T s o [ T F RS R N 5 0 1) 7 1)

Requirements / k2K : External temperature P

1. Cells external temperature not exceed 170°C. not exceed 170°C

Fh A L 0 B R TR FE AL 170°C SRBEAELIT0C

2. No disassembly no rupture and no fire within six hours No disassembly, no

of this test fire.
. . - e ¢ I 42
RIS LE RS AN 2 B, ST A L B AR 1A iﬁw‘%%k%%k
ToE KIS KA. o
The data see table 2.
T E i L3R 2.
38.3.4.7 Test 7: Overcharge / Mi& 7: 3751 N/A
1. The charge current shall be twice the manufacturer’s N/A

recommended maximum continuous charge current.

A2 5 )3 | ) B KR 2 7 P R AN B i TR

2. The minimum voltage of the test shall be as follows:
AR fpe /N HLE

a) When the manufacturer's recommended charge
voltage is not more than 18V, the minimum voltage of the
test shall be the lesser of two times the maximum charge
voltage of the battery or 22V.

R AR 78 F B R AN 18, AN B/ 78 H
LR S | b g oK AT R FE R R P B 2 22V
BUNE

b) When the manufacturer's recommended charge
voltage is more than 18V, the minimum voltage of the test
shall be 1.2 times the maximum charge voltage.

W FAHEAF 78 R 18V, A 1) B /N R HLH
JEE S ZhR € i K78 HE RIS 1.2 £

3. Tests are to be conducted at ambient temperature
20+5°C, The duration of the test shall be 24 hours.

20+5°CHMRIEIRE N, I FEg:24 /e,

Z%5 . 03-S017-1D Global Testing , Great Quality.
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Requirements / hrifE K N/A
No disassembly and no fire within seven days of this test.

I AR I P ARG 57 RN, NG AR TCE K

RKE .
38.3.4.8 Test 8: Forced discharge / Jliz 8: 38k & P
Each cell shall be forced discharged at ambient P

temperature by connecting it in series with a 12 V D.C.
power supply at an initial current equal to the maximum
discharge current specified by the manufacturer.
20x5°CIAETIRE T, R B HEE IR AR 12V I B YR
AT RA O, B YRR e R A FS IR R
ilid |48 8 1) B OR B HL IR o

The specified discharge current is to be obtained by P
connecting a resistive load of the appropriate size and
rating in series with the test cell. Each cell shall be forced
discharged for a time interval (in hours) equal to its rated
capacity divided by the initial test current (in ampere).

5 7€ AR AL 2o B BB AE I RS B R 53 K/ N B
I BBRIRAG, A H B AR  TR] N ORRIGE
HREBRUYILG R (25D

Requirements / K No disassembly and no P

No disassembly and no fire within seven days of this test. | "€

BRI HE LRI ARG ST R, MRk | CRRAEE IR
B2RAE. The data see table 2.

K L2,

Z%5 . 03-S017-1D Global Testing , Great Quality.
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Table 1: T1-T5/3&1. ifH1-iA%S5

Sample | Mass priorto | OCV prior to Test 1: Altitude Test 2: Thermal test Test 3: Vibration Test 4: Shock Test 5: External
Noé/ Eétﬁl test /gﬁ%ﬁﬁ test / 55 A simulation TR 2: JELFEE S MR 3: 530 WK 4 phib Short Circuit
S Jiti(g) FRIE(V) MR 1 R WS 5: 4R B
Mass Change Mass Change Mass Change Mass Change ratio Temp. (C)
loss(%) ratio loss(%) ratio loss(%) ratio loss(%) HLE L (%) B (C)
JRER | BEL(%) | TRERIA | BEI(%) | RESL | HEH(%) | ERK(%)
(%) (%) (%)
C1 7.089 4.180 0.000 100.00 0.028 98.95 0.000 100.00 0.000 100.00 115.0
C2 6.940 4.183 0.000 100.00 0.043 98.80 0.000 100.00 0.000 100.00 103.4
C3 7.022 4.181 0.014 99.98 0.043 98.92 0.000 100.00 0.000 100.00 110.9
C4 6.955 4.180 0.000 100.00 0.043 98.95 0.014 99.98 0.000 100.00 119.6
C5 7.095 4.180 0.028 99.93 0.042 99.04 0.000 100.00 0.000 100.00 111.4
C6 7.086 4.182 0.014 99.98 0.028 98.90 0.014 99.98 0.000 100.00 109.9
C7 7.069 4179 0.000 100.00 0.028 98.97 0.000 100.00 0.000 100.00 1071
C8 7.082 4179 0.014 99.95 0.042 98.95 0.000 100.00 0.000 100.00 109.6
C9 7.025 4177 0.000 100.00 0.043 98.97 0.000 100.00 0.000 100.00 106.5
Cc10 7.067 4.181 0.014 99.98 0.042 98.95 0.000 100.00 0.000 100.00 110.3

2 %5 : 03-S017-1D Global Testing , Great Quality.
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Table 2: T6-T8 /2. Ri6-A%:8

Test 6: Impact / Crush Test 7: Overcharge Test 8: Forced discharge
[ Jk6: faki /s [ MART7 3 78 1 A8 5 il
Sample | OCV prior | Temp. (C)/| Sample No./ | OCV priorto |Sample No./#f | OCV prior to test
No./ Ffih | totest/ ik | JHfF (C) FE a5 test / 5 AT H RS 13RI HT LR (V)
G5 | BATHE JE(V)
(V)
C11 3.826 23.1 - - C21 3.343
C12 3.822 23.5 - - C22 3.322
C13 3.815 229 - - C23 3.325
C14 3.819 22.5 - - C24 3.329
C15 3.830 22.6 - - C25 3.336
C16 3.826 23.1 - - C26 3.330
Cc17 3.820 23.5 - - c27 3.325
C18 3.828 229 - - C28 3.320
C19 3.822 22.6 - - C29 3.316
C20 3.825 234 - - C30 3.319
- - - - - C31 3.325
- - - - - C32 3.334
- - - - - C33 3.332
- - - - - C34 3.320
- - - - - C35 3.328
- - - - - C36 3.320
- - - - - C37 3.336
- - - - - C38 3.331
- - - - - C39 3.346
- - - - - C40 3.330
e A BT

--- End of Report ---
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Declaration

1. AR TEHE N RN A N5 44 TR

The test report is invalid without the signatures of Ratifier, Reviewer and Testing engineer.
2. MR IR A A G BT RIS 2 FRR - TR AR AR B PR Y

Objections to the test report must be submitted to ESTL within 15 days.
3. R = Bl AR, Ao E s AR .

Nobody is allowed to photocopy or partly photocopy this test report without written permission of
ESTL.

4. % b ZIN S ERBEAE i S BERE,  JEORAIE H R 44 FIRE i LA GS S B ARTRD, 75 AR A A AN AR R
AR KA

The client should provide samples and relevant data, at the same time, they should guarantee the
consistence of the product’s name the declared, the samples they provided and the goods to be

transported. Otherwise we will not bear any relevant responsibilities.
5. At URHE R b 7 5T
The test report is valid for the tested samples only.
6. AT AR L I e I BT 1 A2 A IS AN 2 e A ) B S 50 A X ARG P AT P A 0 25 Y

ESTL’s liability under no circumstance will exceed the testing fee received from applicant for test

conducted hereof this testing report.
7. AR E R ETIC R
The test report is invalid if altered.
8. Ak AN T ARG B MR 8 “AE” L.
This report is invalid without the company's "Special seal for Test Report" or "official seal".
9. A& ARG CMAT FUAE R L, ARAHSIEWIIER, AR m) A ZKE R 51 K B AR AT KU A 5
F.

This report is not stamped with CMA qualification certification mark, which does not have the
function of social proof, and the Company does not assume any risks and legal liabilities caused by
this.



